EPA Shopping List
PCB Bulk Material Sample Analytical Results

Building Bulk Material ID Material Description Date Date Total PCBs
Sampled Analyzed (mg/kg)
Building 19 C1 Exterior, white caulk with airholes 1/8/2010 1/28/2010 41,000
Cc2 Exterior, white caulk at cantilevered wall joint 1/8/2010 1/28/2010 35,000
C5 Exterior, tan seam caulk 1/14/2010 1/28/2010 39,500
BC1 Penthouse Mechanical Room 1/25/2010 2/6/2010 56,000
WG1 Interior, black putty window glazing 1/25/2010 2/6/2010 90
WC1 Interior, white window caulk 1/25/2010 2/6/2010 79,000
Building 14 Cca Exterior, black window caulk 1/11/2010 1/26/2010 90,000
Cc2 Exterior, grey expansion joint caulk 1/11/2010 1/26/2010 69,000
C5 Exterior, grey door caulk 1/11/2010 1/26/2010 93,000
Cc1 Interior, black window caulk 1/26/2010 2/5/2010 79,000
Cc2 Interior, grey building caulk 1/26/2010 2/5/2010 74,000
C5 Exterior, 2" floor grey building caulk 1/26/2010 2/6/2010 80,000
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